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NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER

D DRILL CORE 60

SIZE FRACTIONS NUMBER

2 -150 60

SAMPLE PREPARATIONS NUMBER

Assay Prep 60 
Excessive Wetness 902 
Saeple Pickup 1

REMARKS: Final results are reported.
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DATE PRINTED; 9-QCT-89
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PROJECT: R89-586 PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

SAMPLE1 b} ELEMENT Au
NUMBER - . 11 UNITS OPT

D2 R89-586-0-5 <0,002
D2 R89-586-5-10 0.006
D2 R89-586-10-15 <0.002
D2 R89-586-15-20 <0.002
D2 R89-586-20-25 0.002

t DE R89-586-200-205 <0.002
D2 R89-586-205-210 <0.002
D2 R89-586-210-215 <0.002
D2 R89-586-215-220 <0.002
D2 R89-586-220-225 <0.002

D2 R89-586-25-30 <0.002 D2 R89-586-225-230 <0.002
D2 R89-586-30-35 <0.002 D2 R89-586-230-235 <0.002
D2 R89-586-35-40 <0.002 D2 R89-586-235-240 <0.002
D2 R89-586-40-45 <0.002 D2 R89-586-240-245 <0.002
D2 R89-586-45-50 <0.002 D2 R89-586-245-250 <0.002

D2 R89-586-50-55 <0.002 D2 R89-586-250-255 <0.002
D2 R89-586-55-60 0.003 D2 R89-586-255-260 <0.002
D2 R89-586-60-65 <0.002 D2 R89-586-260-265 <0.002
D2 R89-586-65-70 <0.002 D2 R89-586-265-270 <0.002
D2 R89-586-70-75 <0.002 D2 R89-586-270-275 <0.002

D2 R89-586-75-80 <0.002 D2 R89-586-275-280 <0.002
D2 R89-586-80-85 0.005 D2 R89-586-280-285 0.012
D2 R89-586-85-90 0.002 D2 R89-586-285-290 <0.002
D2 R89-586-90-95 0.004 D2 R89-586-290-295 <0.002
D2 R89-586-95-100 <0.002 D2 R89-586-295-300 <0.002 <——

D2 R89-586-100-105 <0.002
D2 R89-586-105-110 <0.002
D2 R89-586-110-115 <0.002
D2 R89-586-115-120 <0.002
D2 R89-586-120-125 <0.002

D2 R89-586-125-130 0.003
D2 R89-586-130-135 <0.002
D2 R89-586-135-140 <0.002
D2 R89-586-140-145 <0.002
D2 R89-586-145-150 <0.002

D2 R89-586-150-155 <0.002
D2 R89-586-155-160 <0.002
D2 R89-586-160-165 <0.002
D2 R89-586-165-170 <0.002
D2 R89-586-170-175 <0.002

D2 R89-586-175-180 <0.002
D2 R89-586-180-185 <0.002
D2 R89-586-185- 90 <0.002
D2 R89-586-190-195 <0.002
D2 R89-586-195-200 <0.002

Bo -C 
12980 CM Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31937.4 

SAIWLE ELEIIEMT 
MUIIBER UNITS 

D2 R89-586-0-5 
D2 R89-56£-5-10 
D2 R89-586-10-15 
D2 R89-586-15-20 
D2 R89-586-20-25 

D2 R89-586-25-30 
D2 R89-586-30-35 
D2 R89-586-35-40 
D2 R89-586-40-45 
D2 R89-586-45-50 

D2 R89-586-50-55 
D2 R89-586-55-60 
D2 R89-586-60-65 
D2 R89-586-65-70 
D2 R89-586-70-75 

D2 R89-586-75-80 
D2 R89-586-80-85 
D2 R89-586-85-90 
D2 R89-586-90-95 
D2 R89-586-95-100 

D2 R89-586-100-105 
D2 R89-586-105-110 
D2 R89-586-110-115 
D2 R89-586-115-120 
D2 R89-586-120-125 

D2 R89-586-125-130 
D2 R89-586-130-135 
D2 R89-586-135-140 
D2 R89-586-140-145 
D2 R89-586-145-150 

D2 R89-586-150-155 
D2 R89-56£-155-160 
D2 R89-586-160-165 
D2 R89-586-165-170 
D2 R89-586-170-175 

D2 R89-586-175-180 
D2 R89-586-180-185 
D2 R89-586-185-190 
D2 R89-586-190-195 
D2 R89-586-195-200 

Au 
OPT 

(0.002 
0.006 

(0.002 
<0.002 
0.002 

(0.002 
(0.002 
(0.002 
(0.002 
<0.002 

(0,002 
0.003 

(0.002 
(0.002 
(0.002 

(0.002 
0,005 
0.002 
0.004 

(0.002 

(0.002 
(0.002 
(0.002 
(0.002 
(0.002 

0.003 
(0.002 
(0.002 
(0.002 
(0.002 

(0.002 
<0.002 
(0.002 
(0.002 
(0.002 

(0.002 
(0.002 
(0.002 
(0.002 
(0.002 
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SAIIPLE ELEIIEMT Au 
HUNBER UHITS OPT 

D2 R89-586-200-205 (0.002 
D2 R89-586-205-210 (0.002 
D2 R89-586-210-215 (0.002 
D2 R89-586-215-220 (0.002 
D2 R89-586-220-225 (0.002 

D2 R89-586-225-230 (0.002 
D2 R89-586-230-235 (0.002 
D2 R89-586-235-240 (0.002 
D2 R89-586-240-245 (0.002 
D2 R89-586-245-250 (0.002 

D2 R89-586-250-255 (0.002 
D2 R89-56£-255-260 (0.002 
D2 R89-586-260-265 (0.002 
D2 R89-586-265-270 (0.002 
D2 R89-586-270-275 (0.002 

D2 R89-586-275-280 (0.002 
D2 R89-586-280-285 0.012 
D2 R89-586-285-290 (0.002 
D2 R89-586-290-295 (0.002 
D2 R89-586-295-300 (0.002 ,__.--
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60 Analyses of Gold at % 7.00 420.00
8ubtota1 * 420.00 * 420,. 00

Samp1e Prep ar&tion
60 Samples of Assay Prep at $ 3.00 * 160.00
902 Samples of Excessive Wetness at $ 0.20 * 160.40

1 Sample of Sample Pickup at *12.00 * 12.00
Subtotal 372.40 % 372.40

M i s c e 11 a n e o u s C h a v o e s
4'X 8.D. state sales tax * 14.90
2% Dead wood city sales tax * 7.45
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REPORT: D89-31938.4 ( COMPLETE ) REFERENCE INFO: 300-600

CLIENT: BR0HM MINING C0RP. SUBMITTED BY: J. BARRON
PROJECT: R89-586 DATE PRINTED: 9-0CT-89

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Excessive Wetness 951
Sample Pickup 1

REMARKS: Final results are reported.
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ORDER 
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60 

RE"ARKS: Final results are reported. 
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ANALYSES DETECTIOH LI"IT EXTRACTION 

60 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NutlBER 

60 
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Assay Prep 
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DATE PRINTED:
| PROJECT: R89-586

9-0CT-89
PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

!~Ji t)(K)l SAMPLE ELEMENT Au
NUMBER* UNITS OPT

BE R89-586-300-305 <0.002
D2 R89-586-305-310 <0.002
B2 R89-586-310-315 <0.002
D2 R89-58&-315-320 <0.002
B2 RB9-586-320-325 <0.002

D2 R89-386-500-505 <0.002
VHIHlfl#Xn-S66-505-510 <0.002

D2 R8§-58&-510-515 <0.002

D2 R89-586-515-520 <0.002
D2 R89-586-520-525 <0.002

B2 R89-586-325-330 <0.002 B2 R89-586-525-530 <0.002
D2 R89-586-330-335 <0.002 B2 R89-58&-530-535 <0.002
D2 R89-586-335-340 <0.002 B2 R89-586-535-540 <0.002
BE R89-58G-340-345 0.003 B2 R89-58&-540-545 <0.002
B2 R89-58&-345-350 <0.002 B2 R89-586-545-550 <0.002

B2 R89-586-350-355 <0.002 B2 R89-58&-550-555 <0.002
02 R89-58&-355-360 <0.002 02 R89-586-555-5G0 <0.002
B2 R89-586-360-365 <0.002 02 R89-586-560-565 <0.002
BE R89-586-365-370 0.009 02 R89-586-565-570 <0.002
B2 R89-586-370-375 0.002 02 R89-58G-570-575 <0.002

02 R89-586-375-380 <0.002 02 R89-586-575-580 <0.002
02 R89-586-380-385 <0.002 02 R89-58&-580-585 <0.002
02 R89-586-385-390 <0.002 02 R89-586-585-590 <0.002
02 R89-586-390-395 <0.002 02 R89-586-590-595 <0.002
D2 R89-586-395-400 <0.002 02 R89-586-595-600 <0.002 --------

02 R89-58&-400-405 <0.002
02 R89-586-405-410 <0.002
02 R89-586-410-415 0.002
02 R89-586-415-420 0.002
02 R89-586-420-425 <0.002

02 R89-586-425-430 <0.002
02 R89-586-430-435 <0.002
02 R89-586-435-440 <0.002
02 R89-586-440-445 <0.002
02 R89-586-445-450 <0.002

02 R89-58&-450-455 <0.002
02 R89-586-455-460 <0.002
02 R89-586-460-4&5 <0.002
02 R89-586-465-470 <0.002
02 R89-58&-470-475 <0.002

02 R89-58&-475-480 <0.002
02 R89-58&-480-485 <0.002
02 R89-586-485-490 <0.002
02 R89-586-490-495 <0.002
02 R89-586-495-500 <0.002

1-~-c~.~ 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31938.4 

SA"PLE ELE"EHT 
NU"BER UNITS 

D2 R89-586-300-305 
D2 R89-586-305-310 
D2 R89-586-310-315 
D2 R89-586-315-320 
D2 R89-586-320-325 

D2 R89-586-325-330 
D2 R89-586-330-335 
D2 R89-586-335-340 
D2 R89-586-340-345 
D2 R89-586-345-350 

D2 R89-586-350-355 
D2 R89-586-355-360 
D2 R89-586-360-365 
D2 R89-586-365-370 
D2 R89-586-370-375 

D2 R89-586-37S-380 
D2 R89-586-380-385 
D2 R89-586-385-390 
D2 R89-586-390-395 
D2 R89-586-395-400 

D2 R89-586-400-405 
D2 R89-S86-405-410 
D2 R89-586-410-415 
D2 R89-586-41S-420 
D2 R89-586-420-425 

D2 R89-586-425-430 
D2 R89-586-430-435 
D2 R89-586-435-440 
D2 R89-586-440-445 
D2 R89-586-445-450 

D2 R89-586-450-455 
D2 R89-586-455-460 
D2 R89-586-460-465 
D2 R89-586-465-470 
D2 R89-586-470-475 

D2 R89-586-47S-480 
D2 R89-586-480-485 
D2 R89-586-485-490 
D2 R89-586-490-495 
D2 R89-586-495-500 

Au 
OPT 

(0.002 
(0.002 
(0.002 
(0.002 
(0.002 

(0.002 
(0.002 
(0.002 
0.003 

(0.002 

<0.002 
(0.002 
(0.002 
0.009 
0.002 

(0.002 
(0.002 
(0.002 
(0.002 
(0.002 

(0.002 
(0.002 
0.002 
0.002 

(0.002 

(0.002 
(0.002 
(0.002 
(0.002 
(0.002 

(0.002 
(0.002 
(0.002 
(0.002 
(0.002 

(0.002 
(0.002 
(0.002 
(0.002 
(0.002 
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SA"PLE ELENENT Au 
NUNBER UNITS OPT 

D2 R89-586·500-505 (0.002 
-586-505-510 (0.002 

D2 RS~-586-510-515 (0.002 
D2 R89-586-515-520 (0.002 
D2 R89-586-520-525 (0.002 

D2 R89-586-525-530 (0.002 
D2 R89-586-530-535 (0.002 
D2 R89-586-535-540 (0.002 
D2 R89-586-540-545 (0.002 
D2 R89-586-545-550 (0.002 

D2 R89-586-550-555 (0.002 
D2 R89-586-SS5-560 (0.002 
D2 R89-586-560-565 (0.002 
D2 R89-586-565-570 (0.002 
D2 R89-586-570-575 (0.002 

D2 R89-586-575-580 (0,002 
D2 R89-586-580-585 (0.002 
D2 R89-586-585-590 (0.002 
D2 R89-586-590-595 (0.002 
D2 R89-586-595-600 (0.002 ~ 
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60 Analyses of Gold at $ 7.00 480.00
Subtotal % 480.00

S a. m pie P r e p a r a t i o n
60 Samples of Assay Prep at $ 3.00 % 160.00

951 Samples of Excessive Wetness a t $ 0. 80 $ 190.20
1 Sample of Sample Pickup at $ 1 8. 00 * 18. 00

Sub tot a.!, $ 368.80

M i s c e 11 a n e a u s C h a r tj e s
4X S.D. state sales tax 4 .1.5 . 8 9
'd% Dead wood city sales tax $ V. 6 4

Subtotal 4 88. 93

* 480.00

* aaa.eo

* 88.73

Invoice Totals 685.13 U :>«
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Bondifr-Clegg, Inc.
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BONDAR-CLEGG

REPORT: D89-31939.4 ( COMPLETE ) REFERENCE INFO: 600-920

CLIENT: BR0HM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-586 DOTE PRINTED: 9-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 flu Gold 64 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 64 2 -150 64 Assay Prep 64
Excessive Wetness 1063

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: HR. JIM BARRON
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REPORT: D89-31939,4 ( CO"PLETE l 

CLIENT: BROH" "IHIHG CORP. 
PROJECT: R89-586 

ORDER 

1 Au 

ELE"EHT 

Gold 

SA"PLE TYPES 

D DRILL CORE 

HU"BER 

64 

RE"ARKS: Final results are reported. 

REPORT COPIES TO: "R. JI" BARROM 
"R. JI" BARROM 

BC 
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HUNBER OF LOWER 
ANALYSES DETECTION LI"IT EXTRACTION 

64 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HU"BER 

64 

Geochemical 
Lab Report 

REFERENCE INFO: 600-920 

SUB"ITTED BY: J. BARROM 
DATE PRINTED: 9-0CT-89 

"ETHOD 

Fire Assay 

SA"PLE PREPARATIONS HU"BER 

Assay Prep 
Excessive Wetness 

64 
1063 

INVOICE TO: "R. JI" BARROM 
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D2 R89-586-625-630 <0.002 02 R89-586-825-830 0.003
1)2 R89-586-630-635 <0.002 02 R89-586-830-835 0.002
02 R89-586-635-640 <0.002 02 R89-586-835-840 <0.002
02 R89-586-640-645 <0.002 02 R89-586-840-845 0.009
02 R89-586-645-650 <0.002 02 R89-586-845-850 0.014

02 R89-586-650-655 <0.002 02 R89-586-850-855 <0.002
02 R89-586-655-660 <0.002 02 R89-586-855-860 <0.002
02 R89-586-660-665 <0.002 02 R89-586-860-865 <0.002
02 R89-586-665-670 <0.002 02 R89-586-865-870 <0.002
02 R89-586-670-675 <0.002 02 R89-586-870-875 <0.002

0.019
0.012

<0.002
<0.002
<0.002

D2 R89-586-700-705 0.007 
D2 R89-586-705-710 0.002 
D2 R89-586-710-715 0.002 
D2 R89-58&-715-720 <0.002 
D2 R89-586-720-725 0.002

02 R89-586-725-730 <0.002
02 R89-586-730-735 0.003
02 R89-586-735-740 <0.002
02 R89-586-740-745 <0.002
02 R89-586-745-750 <0.002

02 R89-586-750-755 <0.002
02 R89-586-755-760 0.002
02 R89-586-760-765 0.006
02 R89-586-765-770 0.038
02 R89-586-770-775 0.017

02 R89-586-775-780 0.076
02 R89-586-780-785 0.002
02 R89-586-785-790 0.011
02 R89-586-790-795 0.016
02 R89-586-795-800 0.012

02 R89-586-900-905 <0.002 
D2 R89-586-905-910 <0.002 
02 R89-586-910-915 <0.002 
D2 R89-586-915-920 <0.002

02 R89-586-675-680 0.044 02 R89-586-875-880
02 R89-586-680-685 0.013 02 R89-586-880-885
02 R89-586-685-690 0.009 02 R89-586-885-890
02 R89-586-690-695 0.005 02 R89-586-890-895
02 R89-586-695-700 0.003 02 R89-586-895-900

. 
Bondar-Clegg, Inc. 

980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: 089-31939.4 

SA"PLE ELE"EHT 
HU"BER UNITS 

D2 R89-586-600-605 
D2 R89-586-605-610 
D2 R89-586-610-615 
D2 R89-586-615-620 
D2 R89-586-620-625 

D2 R89-586-625-630 
D2 R89-586-630-635 
D2 R89-586-635-640 
D2 R89-586-640-645 
D2 R89-586-645-650 

D2 R89-586-650-655 
D2 R89-586-655-660 
D2 R89-586-660-665 
D2 R89-586-665-670 
D2 R89-586-670-675 

D2 R89-586-675-680 
D2 R89-586-680-685 
D2 R89-586-685-690 
D2 R89-586-690-695 
D2 R89-586-695-700 

D2 R89-586-700-705 
D2 R89-586-705-710 
D2 R89-586-710-715 
D2 R89-586-715-720 
D2 R89-586-720-725 

D2 R89-586-725-730 
D2 R89-586-730-735 
D2 R89-586-735-740 
D2 R89-586-740-745 
D2 R89-586-745-750 

D2 R89-586-750-755 
D2 R89-586-755-760 
D2 R89-586-760-765 
D2 R89-586-765-770 
D2 R89-586-770-775 

D2 R89-586-775-780 
D2 R89-586-780-785 
D2 R89-586-785-790 
D2 R89-586-790-795 
D2 R89-586-795-800 

Au 
OPT 

(0.002 
(0.002 
(0.002 
(0.002 
(0.002 

(0.002 
(0.002 
(0.002 
(0.002 
(0.002 

(0.002 
(0.002 
(0.002 
(0.002 
(0.002 

0.044 
0.013 
0.009 
0.005 
0.003 

0.007 
0.002 
0.002 

(0.002 
0.002 

(0.002 
0,003 

(0.002 
(0.002 
(0.002 

(0.002 
0.002 
0.006 
0.038 
0.017 

0. 076 
0.002 
0.011 
0.016 
0.012 

BC 
BONDAR-CI EGG 

DATE PRINTED: 9-0CT-89 
I PROJECT: R89-586 

ELE"EHT Au 
UNITS OPT 

9-586-800-805 0.006 
-586-805-810 0.008 

D R8 -586-810-815 0.006 
D2 R89-586-815-820 0.007 
D2 R89-586-820-825 (0.002 

D2 R89-586-825-830 0.003 
D2 R89-586-830-835 0.002 
D2 R89-586-835-840 (0.002 
D2 R89-586-840-845 0.009 
D2 R89-586-845-850 0.014 

D2 R89-586-850-855 (0.002 
D2 R89-586-855-860 (0.002 
D2 R89-586-860-865 (0.002 
D2 R89-586-865-870 (0.002 
D2 R89-586-870-875 (0.002 

D2 R89-586-875-880 0.019 
D2 R89-586-880-885 0.012 
D2 R89-586-885-890 (0.002 
D2 R89-586-890-895 (0.002 
D2 R89-586-895-900 (0.002 

D2 R89-586-900-905 (0.002 
D2 R89-586-905-910 (0.002 
D2 R89-586-910-915 (0.002 
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D2 R89-586-915-920 (0.002 ,__.-
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BONDARCLEGG

BROIItj MI NX HU CO ftp. 
MR. JIM BARRON 
P.O. BOX 480 
DEADWOOD, SD 
0773S

1/

2
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'■ Ji - ; .
< > ■ .--v.y'v t <

- ' • Bondar-Clegg, Inc.
12980 West Cedar Dr. 

Lakewood .. Colorado 80228
v • (‘(303)989-1404

§5 i " r . •
' A i ? Is i
• ■* >»,' ^ n I,

a t <v.* *#..-*?« i *^4:^

)< e I)ui-iV 4

I'rpjiect . . s. 1189 686 
ft e f e t e n c © r, 600-■ 9 a 0

64 Analyses of Gold 
Subtotal

Sam p1e Pr e paration
64 Samples of Assay Prep 

.1.063 Samples of Excessive Wetness 
Subtotal

at i> 7. 00 * 4 4 8.0O
1 446.00 i 448.00

at $ 3.00 % 196.00

at * o.eo *> aia.feo
it 404.60 f- 404.60

i‘l i sce 11 a n©ous Charges
4X- B.D. state sales tax 
6X Deadwood city sales tax 

Subtotal

% 16.18 
t 8.09
$ 64.67 t 64.67

Invoice Totals $ 8/6.8 7 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

. • .. 

BC 
BONDAR-a.EGG 
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Geochemical
Lab Report

Bondar-Clegg, Inc. »
12981) West Cedar Dr.

Lakewood, Colorado 80228
(303)989-1404

BONDAR-CLEGG

REPORT: D89-31347.4 ( COMPLETE ) REFERENCE INFO: 320-1000

CLIENT: BROHH MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R83-586 DATE PRINTED: 4-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 16 0.002 OPT FiTe Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 16 2 -150 16 Assay Prep 16
Excessive Wetness 280
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR, JIM BARRON 
---- - - - - - - - - - - - - - - - - - - - - - MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

.. 
., Bondar-Clegg, Inc. 

1298lJ 'est C Dr.· 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31947.4 ( CONPLETE l 

CLIENT: BROHN NIHIHG CORP. 
PROJECT: R89-586 

ORDER 

Au 

ELENEHT 

Gold 

SA PLE TYPES 

D DRILL CORE 

HUNBER 

16 

RENARKS: Final results are reported. 

REPORT COPIES TO: NR. JIN BARRON 
··-
nr,;. J 1n """"un 

BC 
BONDAR-CLEGG 

HUMBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

16 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUNBER 

16 

Geochemical 
Lab Report 

REFERENCE IHFO: 920-1000 

SUBNITTED BY: J. BARROH 
DATE PRINTED: 4-0CT-89 

NETHOD 

Fire Assay 

SANPLE PREPARATIONS HUNBER 

Assay Prep 
Excessive Wetness 
Sa•ple Pickup 

16 
280 

1 

INVOICE TO: NR. JIN BARRON 
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" Bondar-Clegg, Inc. , 
1298ff est Cedar Dr:· 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31947.4 

SAPIPLE ELEPIEHT 
MUl'IBER UNITS 

D2 R89-586-920-925 
D2 R89-586-925-930 
D2 R89-586-930-935 
D2 R89-586-935-940 
D2 R89-586-940-945 

D2 R89-586-945-950 
D2 R89-586-950-955 
D2 R89-586-955-960 
D2 R89-586-960-965 
D2 R89-586-965-970 

D2 R89-586-970-975 
D2 R89-586-975-980 
D2 R89-586-980-985 
D2 R89-586-985-990 
D2 R89-586-990-995 

D2 R89-586-995-1000 

Au 
OPT 

{0.002 
{0.002 
{0.002 
(0.002 
{0.002 

(0.002 
0.002 
0.002 

{0.002 
(0.002 

{0.002 
0.003 
0.002 

(0.002 
{0. 002 

(0.002 ,_--

BC 
BONDAR-ClfGG 

DATE PRINTED: 4-0CT-89 
I PROJECT: R89-586 
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BONDAR CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BROUN IHNINO CORP 
MR. JIM BARRON 
P.0. BOX 485

1 n vo % c;« 
h

f I
Date?

00154:1 6,
"X: -X:
9 -OCT 80

Patlf t

DEADWOOD, SD
57732

Report H.04 ^,8.y -^ly4/ 
) it ■ **■

R e f e r J» n COP ...Sill) 10 00

J. 6 A n a 1 y s e s o f G o 1 d at $ 7.00 t 112.00
Bubtota1 $ 112.00 * 112.00

S a m p 1 e P v ©pa v a t j. o v*
16 Sample© of Assay Prep at f 3.00 T 48. 00

200 Samples of Excessive Wetness at $ 0.SO * 56. 00
1 Sample of Sample P iekup at $12.00 $ 12. 00

Subtotal Hi 116.00 $ 116.00

11 i s c e 11 a n ecus G h a r p e s
4% S.D. state sal e » t a x $ 4.64
&% Deadwood city 3 <X J. £? 3 fc X T 2. 32

Subtota1 1> 6.96 1. 6.96

Invoice Tot a I 2 * 234.96 IJ.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

BC 
BONDAR-CI BiG 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 
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